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QUESTION 1

Vessels constructed after December, 1987 are subject to the requirements of ________ of ASME Section VIII, Division
1. 

A. UW-26 

B. UG-31 

C. UB-54 

D. UCS-66 

Correct Answer: D 

 

QUESTION 2

With cooling water corrosion, _________ oxygen content tends to ________ carbon steel corrosion rates. 

A. Increasing, increasing 

B. Decreasing, decreasing 

C. Decreasing, increasing 

D. Increasing, decreasing 

Correct Answer: A 

 

QUESTION 3

Sulfidation is primarily caused by ________ and other reactive sulfur species as a result of the thermal decomposition of
sulfur compounds at high temperatures. 

A. Sulfur dioxide 

B. H²S 

C. Sulfur trioxide 

D. Sulfates 

Correct Answer: B 

 

 

QUESTION 4

Stress relief and stabilization heat treatment of 300 Series SS for maximizing chloride SCC and PASCC resistance can
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cause ____________ problems, especially in thicker sections. 

A. Thermal fatigue 

B. Reheat cracking 

C. Hydrogen 

D. HIC 

Correct Answer: B 

 

QUESTION 5

Damage due to __________ is not visible and can only be observed by metallographic examination. 

A. Galvanic corrosion 

B. Brittle fracture 

C. Cavitation 

D. Graphitization 

Correct Answer: D 
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